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BONE DELIVERY DEVICE

CROSS-REFERENCE TO RELATED
APPLICATIONS

This application is a division of application Ser. No.
11/304,486, filed Dec. 14, 2005.

The present application is related to and claims the benefit
of the earliest available eftective filing date(s) from the fol-
lowing listed application(s) (the “Related Applications™)
(e.g., claims earliest available priority dates for other than
provisional patent applications or claims benefits under 35
USC §119(e) for provisional patent applications, for any and
all parent, grandparent, great-grandparent, etc. applications
of the Related Application(s)).

RELATED APPLICATIONS

1. For purposes of the USPTO extra-statutory require-
ments, the present application constitutes a continuation-in-
part of U.S. patent application Ser. No. 11/304,492, entitled
BONE CELL DELIVERY DEVICE, naming Ed Harlow;
Edward K.Y. Jung; Robert Langer; Eric C. Leuthardt; and
Lowell L. Wood, Jr. as inventors, filed contemporaneously
herewith.

2. For purposes of the USPTO extra-statutory require-
ments, the present application constitutes a continuation-in-
part of U.S. patent application Ser. No. 11/304,499, entitled
BONE SEMI-PERMEABLE DEVICE, naming Ed Harlow;
Edward K.Y. Jung; Robert Langer; Eric C. Leuthardt; and
Lowell L. Wood, Jr. as inventors, filed contemporaneously
herewith.

The United States Patent Office (USPTO) has published a
notice to the effect that the USPTO’s computer programs
require that patent applicants reference both a serial number
and indicate whether an application is a continuation or con-
tinuation-in-part. The present applicant entity has provided
above a specific reference to the application(s) from which
priority is being claimed as recited by statute. Applicant entity
understands that the statute is unambiguous in its specific
reference language and does not require either a serial number
or any characterization, such as “continuation” or “continu-
ation-in-part,” for claiming priority to U.S. patent applica-
tions. Notwithstanding the foregoing, applicant entity under-
stands that the USPTO’s computer programs have certain
data entry requirements, and hence applicant entity is desig-
nating the present application as a continuation-in-part of its
parent applications as set forth above, but expressly points out
that such designations are not to be construed in any way as
any type of commentary and/or admission as to whether or
not the present application contains any new matter in addi-
tion to the matter of its parent application(s).

All subject matter of the Related Applications and of any
and all parent, grandparent, great-grandparent, etc. applica-
tions of the Related Applications is incorporated herein by
reference to the extent such subject matter is not inconsistent
herewith.

BRIEF DESCRIPTION OF THE FIGURES

FIGS. 1A and 1B show schematics of an illustrative bone
cage. FIG. 1A shows the exterior view, including an optional
semi-permeable membrane on one part. FIG. 1B shows a
cross-sectional view.

FIGS. 2A, 2B, and 2C show schematics of a bone cage that
partially surrounds the internal cavity. In FIG. 2A, the bone
cage has a buckeyball shape. In FIG. 2B, the bone cage has a
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2

barrel-like lattice work configuration. In FIG. 2C, the bone
cage has large cut-outs in the walls.

FIGS. 3A, 3B, and 3C show bone cages with closable
openings. In FIG. 3 A, the opening is closed with a bone plug.
In FIG. 3B, the opening is closed using an overlapping petri
dish type of closure. In FIG. 3C, the opening is closed by
attaching two egg shell-like halves.

FIGS. 4A,4B,4C, 4D, 4E, 4F, and 4G show tables describ-
ing diseases and disorders that may be prevented, treated
and/or ameliorated using one or more bone cages. FIG. 4A is
a table describing disorders of amino acid metabolism. FIG.
4B is atable describing disorders of organic acid metabolism.
FIG. 4C is a table describing disorders of fatty acid metabo-
lism. FIG. 4D is a table describing disorders of purine and
pyrimidine metabolism. FIG. 4E is a table describing lysoso-
mal storage disorders. FIG. 4F is a table describing disorders
of'urea formation. FIG. 4G is a table describing disorders of
peroxisomal metabolism.

DETAILED DESCRIPTION

Inthe following detailed description of illustrative embodi-
ments, reference is made to the accompanying drawings,
which form a part hereof. In the several figures, like refer-
enced numerals identify like elements. While particular
aspects are shown and described in this disclosure, it will be
apparent to those skilled in the art that, based on the teachings
herein, changes and modifications may be made without
departing from the spirit or scope of the disclosure. Therefore,
the following detailed description is not to be taken as limit-
ing.

This disclosure is drawn, inter alia, to devices and methods
for delivering one or more biologically active molecules and/
or one or more living cells or tissues to a subject.

In one aspect, the disclosure is drawn to a device compris-
ing a bone cage designed to, configured to, and/or structured
to at least partially or completely surround one or more bio-
logically active molecules and/or one or more living cells or
tissues. In some embodiments, the device is a structure com-
prised of bone. In some embodiments, the device is implant-
able and/or biocompatible.

As used herein, the term “implantable” means able to be
placed within a subject. The bone cage may be implanted by
any method known in the art including, but not limited to,
surgery, injection, suppository, and inhalation. The bone cage
may be placed, for example, subcutaneously, intramuscu-
larly, intra-peritoneally, intra-venously, intra-arteriolar, in
capillary beds, subdermally, intradermally, orally, rectally, or
nasally. The bone cage may be implanted during a surgical
procedure, or may be injected using, for example, a hollow
bore needle, such as those used for biopsies. Alternatively,
injection may be by a gun, such as those used for anesthetic
darts. The bone cage can be implanted in any location in a
subject appropriate for the desired treatment, such locations
are well-known to health care workers including, but not
limited to, physicians and nurses, as well as veterinary, ani-
mal husbandry, fish, game, zoo, bird, reptile, and exotic ani-
mal officials.

In some embodiments, the bone cage is implanted in well-
vascularized soft tissue, including, but not limited to, liver,
kidney, muscle, lung, cadiac and/or brain tissue. In other
embodiments, the bone cage is implanted in less well-vascu-
larized tissue including, but not limited to, joints, cartilage,
and fat. In some embodiments, the bone cage is implanted in
bone or behind the blood brain barrier. In yet other embodi-
ments, the bone cage is implanted in the bladder, uterus, or
vagina.
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Asused herein, the term “biocompatible” means a material
the body generally accepts without a significant immune
response/rejection or excessive fibrosis. In some embodi-
ments, some immune response and/or fibrosis is desired. In
other embodiments, vascularization is desired. In other
embodiments, vascularization is not desired.

In some embodiments, the bone cage is implanted in a
subject selected from the group consisting of mammal, rep-
tile, bird, amphibian, and fish. In some embodiments, the
subject is selected from the group consisting of domesticated,
wild, research, zoo, sports, pet, primate, marine, and farm
animals. In some embodiments, the animal is a mammal. In
some embodiments, the mammal is a human. In other
embodiments, the primate is a human. Animals include, but
are not limited to, bovine, porcine, swine, ovine, murine,
canine, avian, feline, equine, or rodent animals. Domesticated
and/or farm animals include, but are not limited to, chickens,
horses, cattle, pigs, sheep, donkeys, mules, rabbits, goats,
ducks, geese, chickens, and turkeys. Wild animals include,
but are not limited to, non-human primates, bear, deer, elk,
raccoons, squirrels, wolves, coyotes, opossums, foxes,
skunks, and cougars. Research animals include, but are not
limited to, rats, mice, hamsters, guinea pigs, rabbits, pigs,
dogs, cats and non-human primates. Pets include, but are not
limited to, dogs, cats, gerbils, hamsters, guinea pigs and rab-
bits. Reptiles include, but are not limited to, snakes, lizards,
alligators, crocodiles, iguanas, and turtles. Avian animals
include, but are not limited to, chickens, ducks, geese, owls,
sea gulls, eagles, hawks, and falcons. Fish include, but are not
limited to, farm-raised, wild, pelagic, coastal, sport, commer-
cial, fresh water, salt water, and tropical. Marine animals
include, but are not limited to, whales, sharks, seals, sea lions,
walruses, penguins, dolphins, and fish.

As used herein, the term “cage” or “structure” means a
rigid, semi-rigid, or otherwise structurally supportive struc-
ture with at least one external wall, and at least one internal
cavity within which, for example, a semi-permeable mem-
brane and/or one or more living cells or tissues and/or one or
more biologically active molecules can be placed. In some
embodiments, the one or more living cells or tissues and/or
one or more biologically active molecules do not include
bone tissue. The external wall can be any shape, including but
not limited to, spherical, oval, rectangular, square, trapezoidal
or modified versions of these shapes. The internal cavity can
also be any shape, including but not limited to, spherical, oval,
rectangular, square, trapezoidal or modified versions of these
shapes. Moreover, the internal cavity may include one or
more portions that may be in fluid or similar communication
or may be isolated.

In some embodiments, the external wall is approximately
any dimension, preferably an integer pm from 1 to 1,000
including, but not limited to, 2 um, 3 pum, 4 pm, 5 um, 8 pm,
10 um, 12 pm, 15 pm, 20 pm, 25 pum, 50 um, 100 pm, 200 pm,
300 pum, 500 pm, 600 um, 800 pm and 1,000 pm. In other
embodiments, the external wall is approximately 1 pm to
1,000 pm, 2 pm to 500 pm, 3 pm to 250 pm, 4 pm to 100 pm,
S5 umto 50 pm, 5 pm to 10 pm, 2 um to 20 wm, 1 pm to 50 um,
5 pm to 25 um, or 2 um to 8 um in width. In some embodi-
ments, the width is not uniform throughout the structure.

In some embodiments, the diameter of the internal cavity is
approximately any integer um from 1 to 1,000 including, but
not limited to, 2 pm, 3 um, 4 pm, 5 pm, 8 um, 10 um, 12 pm,
15 pm, 20 wm, 25 pm, 50 pm, 100 um, 200 um, 300 pm, 500
um, 600 um, 800 um or 1,000 pm. In other embodiments, the
diameter is approximately 1 um to 1,000 pm, 2 pm to 800 pm,
5 pum to 750 pm, 10 pm to 500 pm, 20 pm to 250 pm, 10 pm
to 100 um, 5 pm to 50 pm, 1 um to 10 pm, 2 pm to 20 pm, 1
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4
pm to 50 pm, 50 pm to 500 um, or 250 pm to 1,000 pum in
width. In some embodiments, the internal diameter is not
uniform throughout the structure.

In some embodiments, the external wall is porous. As used
herein, the term “porosity” is defined as the percentage of
void space in a solid (Adv. Colloid Interface Sci. (1998)
76-77:341-72). It is a morphological property independent of
the material. Porosity may be created by, for example, salt
leaching, gas foaming, phase separation, freeze-drying, and
sintering, depending on the material used to fabricate the
bone scaffold.

In some embodiments, the porosity is approximately any
integer percentage from 1% to 99% including, but not limited
10, 2%, 3%, 4%, 7%, 10%, 12%, 15%, 20%, 35%, 50%, 60%,
75%, and/or 90%. In other embodiments, the porosity is
approximately 1% to 99%, 1% to 15%, 3% to 12%, 5% to
10%, 40% to 95%, 50% to 90%, 60% to 75%, 3% to 90%,
10% to 75%, 15% to 90%, and 25% to 90%. In some embodi-
ments, the porosity is not uniform throughout the bone. The
porosity of trabecular bone is 50% to 90%, while that of
cortical bone is 3% to 12% (Biomaterials (2005) 26:5474-
5491).

In some embodiments, the pore size is approximately any
integer nm from 1 to 10,000 including, but not limited to, 2
nm, 3 nm, 4 nm, 5nm, 8 nm, 10 nm, 12 nm, 15 nm, 20 nm, 25
nm, 50 nm, 100 nm, 200 nm, 300 nm, 500 nm, 600 nm, 800
nm, 1,000 nm, 2,000 nm, 5,000 nm, or 10,000 nm. In other
embodiments, the pore size is approximately 1 nm to 10,000
nm, 10 nm to 5,000 nm, 25 nm to 1,000 nm, 50 nm to 750 nm,
100 nm to 500 nm, 10 nm to 100 nm, 5 nm to 50 nm, 1 nm to
10 nm, 2 nm to 20 nm, 500 nm to 5,000 nm, 1,000 nm to
10,000 nm, or 250 nm to 1,000 nm in width. In some embodi-
ments, the pore size is not uniform throughout the structure.

In some embodiments, the bone cage completely sur-
rounds the one or more biologically active molecules and/or
one or more living cells or tissues. [llustrative examples of
bone cages that completely surround the one or more biologi-
cally active molecules and/or one or more living cells or
tissues is shown in FIG. 1. In FIG. 1A, a rectangular cage 100
is depicted, showing the bone wall 110 with pores 120 par-
tially surrounded by a semi-permeable component 130
optionally comprised of cells 140. FIG. 1B shows a cross-
section of the rectangular cage 100, showing the optional
exterior semi-permeable component 130 optionally com-
prised of cells 140, and the optional interior semi-permeable
component 130, as well as the bone structure 110 with pores
120, and the internal cavity 150 with optional living cells 140.

In other embodiments, the bone cage partially surrounds
the one or more biologically active molecules and/or one or
more living cells or tissues. As used herein, the term “partially
surrounds” means that the external wall of the bone cage
surrounds less than 100% of the one or more biologically
active molecules and/or one or more living cells or tissues in
the internal cavity. The term “less than 100%” includes any
integer percentage from 1% to 99%. Illustrative integers
include, 10%, 25%, 50%, 75%, and 95%.

Examples of bone cages with external walls that partially
surround the internal cavity include, but are not limited to,
those where the external wall is a lattice, and/or where there
are openings in the wall that are larger than the pore size of the
bone. Examples of lattice work external walls include, but are
not limited to, those patterned after buckeyballs.

Examples of external walls with openings include, but are
not limited to, those with openings designed to facilitate the
placement of the semi-permeable membrane, and/or the one
or more biologically active molecules, and/or the one or more
living cells or tissues, for example, within the internal cavity.
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In some embodiments, the width of the one or more openings
in the external wall is approximately any integer pm from 1 to
1,000 including, but not limited to, 2 pm, 3 pm, 4 pm, 5 pm,
8 um, 10 pm, 12 pm, 15 pm, 20 pm, 25 pm, 50 pm, 100 um,
200 pm, 300 um, 500 pm, 600 um, 800 pm and 1,000 um. In
other embodiments, the width is approximately 1 umto 1,000
um, 2 pm to 800 um, 5 um to 750 pm, 10 pm to 500 um, 20 pm
to 250 pm, 10 pm to 100 pm, 5 pm to 50 um, 1 um to 10 pum,
2 pm to 20 pum, 1 pm to 50 um, 50 um to 500 um, or 250 um
to 1,000 um in width, and the length is the width of the
external wall as described above.

Tlustrative examples of bone cages that partially surround
the one or more biologically active molecules and/or one or
more living cells or tissues is shown in FIG. 2. FIG. 2A shows
a buckeyball shaped cage 201 in which the pentagonal and
hexagonal shapes are comprised of bone 210. FIG. 2B shows
a barrel-like shape 202, in which the vertical and horizontal
members are comprised of bone 210 with pores in between
220. FIG. 2C shows a rectangular structure 203, comprised of
a bone wall 210 containing large openings as pores 220.

In some embodiments where the external wall has one or
more openings, the openings are closable. As used herein, the
term “closable” means that the opening is configured to be
completely or partially filled, such that the opening can be
made no longer larger than the pore size of the bone. In some
embodiments, the closure has a width sufficiently greater than
the width of the opening to allow attachment to the external
wall completely surrounding the opening, and can be secured
by any method known in the art. In other embodiments, the
closure spans the entire width of the opening, and/or the entire
length. In some embodiments, the plug or closure is com-
prised of bone, including but not limited to, anorganic, arti-
ficial, demineralized, cultured in vitro, autologous, alloge-
neic or xenogeneic bone, or any combination thereof.

Tlustrative embodiments of a bone cage with closable
openings are shown in FIG. 3. FIG. 3A shows a rectangular
cage 301 comprised of bone 310 containing pores 320 con-
taining an opening 360 that connects with the internal cavity
350. The opening 360 is closable by the insertion of a plug
370 made of bone 310 of a size to approximately entirely fill
the opening. FIG. 3B shows the two open halves of a petri
dish-shaped cage 302 made of bone 310 containing pores 320
in which one half 304 has a uniformly slightly smaller diam-
eter than the other half 306 so that the sides 0f 306 overlap the
sides of 304 on closure such that an internal cavity 350
remains. The two halves are optionally secured by sliding a
partially internally protruding edge 385 under a partially
externally protruding edge 380. On closing, 304 and 306 are
positioned such that 380 and 385 can slide past each other.
Once 385 is past 380, 304 and 306 are twisted such that 380
and 385 align. FIG. 3C shows the two open halves of an egg
shell-shaped structure 303 made of bone 310 comprising
pores 320, where the edges 390 and 395 of the two halves 305
and 307, respectively, optionally mate to allow a screw-type
seal, forming an internal cavity 350.

As used herein, the term “bone” encompasses all types of
bone known in the art, including but not limited to, organic,
anorganic, demineralized, freeze-dried, and artificial bone.
The bone may be cultured in vitro, and/or genetically engi-
neered. The bone may be living or dead. The bone may be
autologous, allogeneic, or xenogeneic with respect to a sub-
ject within whom or which the bone is implanted. In some
embodiments, the bone may be a combination of one or more
of the types of bone described above.

As used herein, the term “organic bone” encompasses all
kinds of bone obtained from donors including cortical, trabe-
cular and cancellous. The bone may be autologous (au-
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tografts), allogeneic (allografts) or xenogeneic (xenografts)
with respect to a subject within whom or which the bone is
implanted. An autograft is a graft from one part of an indi-
vidual to another part of the same individual. An allograftis a
graft between genetically different individuals within one
species. A xenograft is a graft between individuals of difterent
species.

In illustrative embodiments, the bone cage is comprised of
autologous bone excised from the iliac crest, skull, or fibula,
for example. Autologous grafts do not typically have immune
rejection issues.

In other illustrative embodiments, the bone cage is com-
prised of allogeneic bone harvested from a cadaver from any
location, for example, and is typically frozen prior to re-
implantation to decrease immunogenicity. Following an
allograft, donor cells generally do not survive in the recipient
(The Merck Manual, Sec. 12, Ch. 149, Transplantation).
Examples include, but are not limited to, Allogro, Orthro-
blast, Opteform and Grafton.

In yet other illustrative embodiments, xenogeneic bone is
obtained from animals and is used for xenografts in man. For
example, Surgibone Unilab, which is prepared from bovine
bone, has been used to augment autografts for hip revision
surgery (Acta Orthop. (2005) 76:544-9). Studies of the
immunological mechanisms underlying the rejection of pig
organs injected into primates has resulted in the development
of novel lines of genetically engineered pigs that are more
immunologically compatible with man (J. Nephrol. (2003)
16(suppl 7):S16-21), and useful for bone xenografts.

In other embodiments, the bone cage is comprised of anor-
ganic bone. Anorganic bone or anorganic bone matrix is well
known in the art for use bone repair (Clin. Plast. Surg. (1994)
21:437-44;J. Long Term Eff. Med. Implants (1998) 8:69-78).
As used herein, the term “anorganic bone or anorganic bone
matrix” includes autologous, allogeneic, or xenogeneic bone
with respect to a subject within whom or which the bone is
implanted that has been deorganified. [llustrative examples
include, but are not limited to, Bio-Oss® (Geistlich, Wol-
husen, Switzerland), which is composed of anorganic bovine
bone (Arch Oral. Biol. (2005) Jul. 29 Epub ahead of print),
and an anorganic bone matrix described in Biomaterials
((2005) 26:5648-57).

In yet other embodiments, the bone cage is comprised of
demineralized bone. Demineralized bone allograft is known
in the art for bone repair (Cell Tissue Bank (2005) 6:3-12). As
used herein, the term “demineralized bone” includes autolo-
gous, allogeneic, or xenogeneic bone with respect to a subject
within whom or which the bone is implanted that has been
demineralized. An illustrative example of the use of deminer-
alized, freeze-dried bone together with anorganic bovine
bone for maxillary sinus grafting is presented in Int. J. Oral
Maxillofac. Implants ((2003) 18:556-60).

Once the organic, anorganic, freeze-dried and/or deminer-
alized bone is obtained, the cage can be created in a variety of
ways known in the art. In illustrative embodiments, the bone
is machined using, for example, microtomes such as the Leica
SP 2600 (or 1600) Saw Microtome (Leica Microsystems
Nussloch GmbH, Postfach 1120, Heidelberger Strasse 17-19,
D-69226 Nussloch, Germany) that can slice bone to a finished
thickness of approximately 20-30 um. Lasers, such as the
YAG laserrod, can be used to cut bone with a minimum width
of approximately 10 um for deeper beam penetrations and
less than 1 um for thin coatings (Laserod Inc. 1846-A West
169" Street, Gardena, Calif. 90247-5252). Micro tweezers,
such as those from MEMS Precision Instruments (http://
memspi.com), can be used to assemble the pieces as neces-
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sary. Methods for preparing 2-50 um thick sections of unde-
calcified hard tissues are known in the art (Histochem Cell.
Biol. (2000) 113:331-339).

An illustrative example of a bone cage that could be con-
structed using these techniques is shown in FIG. 2C. Since
bone is a tubular structure, sections could be sliced perpen-
dicular to the tubular Haversian systems that make up corti-
cally dense bone to produce very thin bone rings. These rings
could then be further sectioned into barrel staves to form a
barrel-shaped construct, laid side by side to form a tube-
shaped construct, or overlapped to make smaller portal struc-
tures. Further holes and smaller cutting could create joints to
allow the various components to fit together and be assembled
using micro tweezers.

An illustrative example of a method to make bone cages of
FIG. 1 and/or FIG. 3A is described below. The bone cage is
constructed by excising a portion of cortical bone approxi-
mately 3 mm by 1 mm from the iliac crest of a subject using
a microsaw. This portion of bone is then micromachined to a
desired size, for example 30 um by 90 pm using a microsaw.
The shape is rectangular, or smoothed to an oblong, although
other shapes may be implemented. The interior cavity of the
bone cage is hollowed using a micromachining laser, leaving
an approximately 5 um thick bone wall. The bone wall is
perforated with 1 to 2 um holes using a micromachining laser.
A second piece of bone is micromachined and shaped to form
a bone cap or plug.

In an alternative embodiment, bone cages are constructed
by excising a portion of bone, followed by micromachining to
the desired size and/or shape. The orientation of the construct
is selected to align the natural pores of the bone to form a
natural internal cavity for the bone cage. The interior cavity of
the bone cage can be further refined using focused beam
machining to enlarge or re-shape the interior cavity of the
bone cage. Additional pores can be added as described above,
if the natural porosity of the bone is not sufficient to allow the
desired amount and/or type of nutrients and/or other materials
to reach and/or elute from the internal cavity.

The methods for making a bone cage described above are
illustrative and are not intended to be limiting. In addition, it
should be anticipated that these and other methods could be
used in combination as well as separately.

In other embodiments, the bone cage is comprised of bio-
compatible and/or implantable artificial bone substitutes con-
taining metals, ceramics and/or polymers. Artificial bone
scaffolding is known in the art for use in bone repair (Int. J.
Oral Maxillofac. Surg. (2004) 33:325-332; Int. J. Oral Max-
illofac. Surg. (2004) 33:523-530). As used herein, the term
“artificial bone” includes any bone substitute composites or
scaffolds known in the art with a structural rigidity substan-
tially equal to or greater than that of cartilage, and with pores
that allow at least fluid passage. In some embodiments, the
pores allow passage of macromolecules, but not cells. Inother
embodiments the pores allow passage of cells as well as
macromolecules. As used herein, the term “passage” may
include diffusion, release, extrusion, and/or migration.

The mechanical properties of naturally occurring bone,
including stiffness and tensile strength, are provided by the
bone tissue “scaffold” which contains significant amounts of
non-living material, such as organic minerals as well various
proteins of the extracellular matrix.

A variety of bone substitutes are used in tissue engineering
to create scaffolds (Synthetic Biodegradable Polymer Scaf-
folds (1997) Boston, Mass.: Birkhauser; J. Biomed. Mater.
Res. (2001) 54:162-171; Int. J. Oral Maxillofac. Surg. (2004)
33:523-530). These include, but are not limited to, synthetic
organic materials such as clinically used nondegradable and

20

40

45

55

8

biodegradable and bioresorbable polymers including polyg-
lycolide, optically active and racemic polylactides, polydiox-
anone, and polycaprolactone, polymers under clinical inves-
tigation including polyorthoester, polyanhydrides, and
polyhydroxyalkanoate, early stage polymeric biomaterials
including poly(lactic acid-co-lysine), as well as biodegrad-
able polymer ceramic scaffolds (J. Mater. Sci. Mater. Med.
(2005) 16:807-19; Biomaterials (1998) 19:1405-1412).
Examples include, but are not limited to, Cortoss, OPLA, and
Immix.

Synthetic inorganic molecules are also used in scaffolding,
including hydroxyapatite, calcium/phosphate composites,
calcium sulfate, and glass ceramics (Biotechnol. Bioeng.
(2005); J. Artif. Organs (2005) 8:131-136; J. Biomed. Mater
Res. A. (2005) 68:725-734; J. Long Term Eff. Med. Implants
(1998) 8:69-78). Examples include, but are not limited to,
Osteograf, Norian SRS, ProOsteon, and Osteoset.

Organic materials of natural origin including collagen,
fibrin, and hyaluronic acid are also used, as are inorganic
material of natural origin including, for example, coralline
hydroxyapatite. A variety of metals have been used in artifi-
cial scaffolds for bone, including silicon, titanium and alumi-
num (J. Biomed. Mater. Res. A. (2004) 70:206-218; J.
Biomed. Mater. Res. (2001) 56:494-503; J. Biomed. Mater.
Res. A. (2005) 72:288-295).

In addition to the methods for making bone cages dis-
cussed above, design and prototyping of scaffolds can be
performed digitally (Biomaterials (2002) 23:4437-4447; Int.
J. Prothodont. (2002) 15:129-132), and the material can be
processed as sponge-like sheets, gels, or highly complex
structures with intricate pores and channels (Ann. NY Acad.
Sci. (2002) 961:83-95). A biocompatible three-dimensional
internal architectural structure with a desired material surface
topography, pore size, channel direction and trabecular ori-
entation can be fabricated (Biomaterials (2002) 23:4437-
4447). Fabrication of scaffolding can be accomplished using
conventional manual-based fabrication techniques (Frontiers
in Tissue Engineering (1998) New York, Elsevier Science
107-120; J. Biomed. Mater. Res. (2000) 51:376-382; J. Bio-
mater. Sci. Polymer. E. (1995) &; 23-38), or computer-based
solid free form fabrication technologies (Br. J. Plast. Surg.
(2000) 53:200-204), for example.

In some embodiments, the bone cage is comprised of cells
cultured in vitro including, but not limited to, stem-cells,
fibroblasts, endothelial cells, osteoblasts and/or osteoclasts.
In some embodiments, the non-stem cells are isolated from a
subject. Bone cell populations may be derived from all bone
surfaces by a variety of techniques known in the art, including
mechanical disruption, explantation, and enzyme digestion
(Tissue Eng. (1995) 1:301-308). Methods to culture and/or
propagate osteoprogenitor cells and/or osteoblast-like cells in
vitro are also well known in the art (Int. J. Oral Maxillofac.
Surg. (2004) 33:325-332). Culture conditions for manufac-
turing bone tissue including, but not limited to, temperature,
culture medium, biochemical and mechanical stimuli, fluid
flow and perfusion, are known in the art (Int. J. Oral Maxil-
lofac. Surg. (2004) 33:523-530).

In other embodiments, the non-stem cells are differentiated
from stem cell including, but not limited to, fetal, embryonic,
cord blood, mesenchymal and/or hematopoeitic. In some
embodiments, the numbers of stem cells are increased in
number in culture in vitro prior to differentiation. Methods for
isolation, culturing and transplantation of stem cells are
known in the art (Fetal Diagn. Ther. (2004) 19:2-8; Best Pract.
Res. Clin. Obstet. Gynaecol. (2004) 18:853-875).

In illustrative embodiments, the stem cells are mesenchy-
mal stem cells. Mesenchymal stem cells are multipotent cells
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found in several, perhaps most, adult tissues (Blood (2005)
105:1815-1822). Mesenchymal stem cells can be reliably
isolated and cultured in therapeutic quantities (Bone (1992)
13:81-88), and several methods to isolate mesenchymal stem
cells from, for example, bone marrow, adipose tissue, and
muscle, based on the physical and immunological character-
istics are known in the art (Basic & Clinical Pharmacology &
Toxicology (2004) 95:209; Ann. Biomed. Eng. (2004)
32:136-147). Mesenchymal stem cells are able to differenti-
ate into various lineages including osteoblasts in vitro (Sci-
ence (1999)284:143-147; J. Cell Sci. (2000) 113:1161-1166;
Int. J. Oral Maxillofac. Surg. (2004) 33:325-332).

In some embodiments, the bone cage is comprised of cells
cultured in vitro on bone scaffolding. In some embodiments,
the bone scaffolding is degradable in vitro and/or in vitro.
Porosity and pore size of the scaftold are known to play a role
in bone formation, osteogenesis and osteoconduction in vitro
and in vivo, and methods of measuring and controlling poros-
ity and pore size in artificial scaffolds are known in the art
(Biomaterials (2005) 26:5474-5491).

In Illustrative embodiments, stem cells and/or osteoblast
progenitor cells are propagated on scaffolds of a variety of
shapes including, those shown in FIG. 2. The cells are grown
until fusion, or partially grown to result in a lattice shape. The
bone cells cultured in vitro include autologous, allogeneic, or
xenogeneic cells, with respect to a subject within whom or
which the bone cage is implanted. An illustrative method of
making a bone cage of, for example FIG. 3B, using mesen-
chymal stem cells is described below. An artificial scaffold of,
for example, degradable polymer, is laid down in the desired
open lattice-work shape of the two halves of the bone struc-
ture. Expanded mesenchymal stem cells (autologous, alloge-
neic, or xenogeneic) are cultured in the latticework shapes, in
vitro, and encouraged to differentiate into osteoblasts. Once
the cells have populated the lattice structure, other optional
components of the bone device are added and the device
implanted.

In some embodiments, the bone cage comprises living
tissue. As used herein, the term “living tissue” refers to the
presence of living bone cells such as, but not limited to,
osteoblasts, or osteoclasts within the bone scaffold. As used
herein, the term “living tissue” includes living bone cells in
artificial bone scaffolding. The living tissue can be autolo-
gous, allogeneic, or xenogeneic, with respect to a subject
within whom or which the bone cage is implanted.

In some embodiments, the bone cage comprises dead tis-
sue. As used herein, the term “dead tissue” refers to the
absence of living bone cell, such as, but not limited to, osteo-
blasts, or osteoclasts within the bone scaffold. The dead tissue
can be autologous, allogeneic, or xenogeneic, with respect to
a subject within whom or which the bone cage is implanted.

In some embodiments, the bone cage is designed and/or
treated to, at least partially or completely, prevent restructur-
ing. As used herein, the term “restructuring or restructured”
as it relates to the bone cage means a change in the physical
structure of the bone cage, including but not limited to, bone
size, shape, architecture and quality. Bone restructuring
includes, but is not limited to, bone resorption and osteocon-
duction (or bone deposition). In the case of a bone cage with
artificial scaffolding, autologous, or non-autologous bone,
bone restructuring would include, but not be limited to, the
influx and growth of the subject’s bone cells in the artificial,
autologous, or non-autologous bone scaffold. Mechanisms of
restructuring, treatments to modify restructuring, and genes
governing restructuring are known in the art (Nature (2005)
1:47-54).
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Methods for detecting and measuring changes in bone are
well-known in the art. The change can result, for example,
from global or discrete increases or decreases in bone mass.
Alternatively, the change can result, for example, from global
or discrete increases or decreases in the relative ratios of cells,
including but not limited to, the number of osteoblasts as
compared with the number of osteoclasts. The change can
also result, for example, from global or discrete increases or
decreases in bone pore size and/or porosity. As used herein,
the terms “increase” and/or “decrease” in bone mass, relative
ratio of cells, or pore size and/or porosity, for example, are
measured as any integer percent change from 1% to 99% as
compared with the original bone mass, relative ratio of cells,
or pore size and/or porosity, respectively, either globally or in
a discrete location. Illustrative integers include 10%, 25%,
50%, 75%, and 95%.

Bone restructuring, a combination of bone resorption by
osteoclasts and bone deposition by osteoblasts, can be modi-
fied by methods known in the art. As used herein, the term
“resorption” as it relates to the bone cage means a decrease in
bone mass from either global or discrete reductions in, for
example, the extracellular matrix and/or cells. Bone resorp-
tion is mediated by osteoclasts, so treatments that inhibit the
activity of osteoclasts decrease bone resorption. Methods for
detecting and measuring these changes are well-known in the
art (Biomaterials (2005) 26:5474-5491).

In some embodiments, restructuring of the bone cage is
partially or completely reduced or prevented. In other
embodiments, the bone is designed and/or treated to be at
least partially, or completely, restructured. Modifications of
bone restructuring can result, for example, from administra-
tion of compounds that influence bone resorption and/or
deposition, by the selection of the pore size and/or porosity of
the bone, by the selection of the type of bone, by the selection
of the location of implantation, as a result of inherent,
induced, or genetically modified immunogenicity, and as a
result of other genetic modification. In some embodiments,
the bone is partially or completely resorbable.

Compounds that influence bone restructuring through
modifications in bone resorption and/or deposition can be
applied before, during, or after implantation of the bone cage
at the discretion of the health professional and depending on
the timing and the extent of the modification of a subject’s
bone restructuring desired. Administration of the compounds
may be systemic or localized. Systemic and local administra-
tion includes any method used in the art for pharmaceutical
administration.

In illustrative embodiments, compounds can be adminis-
tered locally by being applied to, or made part of, the bone
either globally, or in localized areas, depending on whether
complete or partial restructuring is desired. An illustrative
example is the incorporation of the cell binding peptide P-15
on anorganic bovine bone matrix (Biomaterials (2004)
25:4831-4836; J. Biomed. Mater. Res. A. (2005) 74:712-721;
Biomaterials (2005) 26:5648-4657). Other examples include,
but are not limited to, addition of TGF-p, Platelet-derived
growth factor, fibroblast growth factor, and bone morpho-
genic proteins.

In other illustrative embodiments, compounds can be
administered by incorporation in the bone cage as one of the
one or more biologically active molecules and/or living cells
and/or tissues, as discussed herein.

In illustrative embodiments, bis-phosphonates, used sys-
temically to prevent bone resorption (Osteoporos Int. (2002)
13:97-104), are applied before, during, or after implantation
of the bone cage to partially or completely modify bone
restructuring (Curr. Osteoporos. Rep. (2003) 1:45-52). Such
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therapies can also be administered locally by treating the
bone cage, or by placing them inside the cage as one of the one
or more biologically active molecules and/or one or more
living cells or tissues, to elute out over time. Alternatively,
discrete portions of the bone cage could be coated to selec-
tively prevent restructuring as discussed above.

In illustrative embodiments, one or more hormones includ-
ing, but not limited to, estrogen, growth hormone, calcitonin,
vitamin D, and/or calcium, which encourage bone growth, are
administered before, during, or after implantation of the bone
cage to partially or completely modify bone restructuring. In
other embodiments, the bone cage is treated globally or dis-
cretely with a thin layer of one or more of these hormones to
encourage bone growth throughout or in discrete locations.

In yet other illustrative embodiments, anabolic therapies
including, but not limited to hormones such as parathyroid-
hormone (PTH-(1-84)), teriparatide (PTH-(1-34)), and/or
excess glucocorticoid, that are known to increase bone turn-
over and porosity are administered systemically (Osteoporo-
sis Int. (2002) 13:97-104) to partially or completely modity
restructuring. In other embodiments, these hormones are
administered locally by treating the entire bone cage, or dis-
crete portions of the bone cage, to allow selective restructur-
ing. In yet other embodiments, these hormones are adminis-
tered by placing them inside the cage as one of the one or more
other biologically active molecules and/or one or more living
cells or tissues.

In other illustrative embodiments, bone resorption is influ-
enced by the administration of cytokines that increase osteo-
clast activity including, but not limited to, interleukin-1,
M-CSF, tumor nevrosis factor, and/or interleukin-6. In other
embodiments, bone resportion is influenced by the adminis-
tration of cytokines that decrease osteoclast activity includ-
ing, but not limited to, interleukin-4, gamma-interferon, and/
or transforming growth factor-beta. In yet other
embodiments, bone resorption is influenced by other humoral
factors including, but not limited to, leukotrienes, arachidonic
metabolites, and/or prostaglandins and their inhibitors and
including 5-lipoxygenase enzyme inhibitors.

In yet other illustrative embodiments, bone formation is
influenced by the administration of factors that promote
osteoblast activity and proliferation including, but not limited
to, insulin-like growth factors I and 11, transforming growth
factor-beta, acidic and basic fibroblast growth factor, platelet-
derived growth factor, and/or bone morphogenic proteins.

Bone pore size and porosity influence bone restructuring
through modifications in bone resorption and/or deposition.
Since the size of the pores in the bone impacts new bone
growth, decreasing the pore size and/or the percent of poros-
ity of the bone in the cage reduces or prevents restructuring. In
contrast, increasing the pore size and/or the percent porosity
of'the bone in the cage enhances restructuring. The bone cage
can be constructed such that the pore size and porosity is
approximately uniform through out the cage, or that the pore
size and porosity varies depending on the location. Varying
the pore size and/or porosity in discrete locations leads to
partial restructuring (either partial enhancement or partial
prevention).

In illustrative embodiments, the pore size is approximately
1 nmto 10 nm, 1 nm to 20 nm, 1 nm to 25 nm, 1 nm to 50 nm,
1 nm to 100 nm, 1 nm to 150 nm, 15 nm to 50 nm, 50 nm to
100 nm, 25 nm to 100 nm, 50 nm to 150 nm, or 25 nm to 150
nm. In other illustrative embodiments, the pore size may be
larger, for example approximately 150 nm to 500 nm, 250 nm
to 750 nm, or 500 nm to 1,500 nm, in one or more locations.
This may, for example, allow partial restructuring in these one
or more locations.
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In other illustrative embodiments, the pore size may be
approximately 150 nm to 500 nm, 250 nm to 750 nm, or 500
nm to 1,500 nm. In other illustrative embodiments, the pore
size may be smaller, for example approximately 1 nm to 20
nm, 1 nm to 25 nm, 1 nm to 50 nm, 1 nm to 100 nm, 1 nm to
150 nm, 15 nm to 50 nm, 50 nm to 100 nm, 25 nm to 100 nm,
50 nm to 150 nm, or 25 nmto 150 nm. This may, for example,
prevent or reduce restructuring in these one or more locations.

In illustrative embodiments, the porosity is approximately
1% to 15%, 3% to 12%, 5% to 10%, 1% to 3%, 1% to 5%, or
1% to 10% in one or more locations. In other embodiments,
the porosity may be a greater percentage in one or more
locations, for example approximately 40% to 95%, 50% to
90%, 60% to 75%, 15% to 90%, and 25% to 90%. This may,
for example, allow partial restructuring in these one or more
locations.

The type of bone used in the fabrication of the cage influ-
ences bone restructuring through modifications in bone
resorption and/or deposition. Measurements of the influence
on bone restructuring of each type of bone are performed in
vitro, as well as in pre-clinical and clinical studies. Different
bone types and/or sources have a differential ability to sup-
port restructuring. As a result, bone restructuring can be par-
tially or completely reduced, or alternatively, partially or
completely enhanced depending on the bone chosen. In addi-
tion, different bone types/sources can be used in discrete
locations in the bone cage to enhance or prevent/decrease
bone restructuring.

In illustrative embodiments, studies assessing the ability of
new bone or bone cells to restructure a variety of artificial
and/or anorganic bone in bone transplant patients or in vitro
culture have shown, for example, that implantation of Bio-
Oss lead to limited, reduced or absent restructuring compared
with other artificial or natural organic bone options such as
Algipore (Clin. Oral Implants Res. (2004) 15:96-100; J.
Mater. Sci. Mater. Med. (2005) 16:57-66). Since these studies
have also identified artificial bone that encourages restructur-
ing, as does natural bone, the bone cage could be designed
with portions that are resistant to restructuring as well as
portions that encourage restructuring as desired.

In other illustrative embodiments, bone restructuring is
modified by making the bone cage from cortical bone, or
trabecular or cancellous bone. The choice of bone will impact
the extent of restructuring since cortical bone is generally less
porous than trabecular or cancellous bone. In addition, dis-
crete parts of the bone cage could be formed from one type of
bone or another to influence the restructuring of discrete
locations.

In yet other embodiments, bone restructuring is modified
by the location of implantation. Bone restructuring is greater
when the bone is implanted in bone rather than other loca-
tions. The type of bone the bone cage is implanted in will also
influence the extent of restructuring. In illustrative embodi-
ments, the bone cage is implanted in bone, for example cor-
tical, or cancellous or trabecular bone. In other embodiments,
the bone cage is implanted in non-bone tissues including, for
example, liver, muscle, lung, or fat.

Immunogenicity of the bone cage influences bone restruc-
turing through modifications in bone resorption and/or depo-
sition by osteoblasts and osteoclasts, as well as through
immune mechanisms. Methods of influencing the immuno-
genicity of cells are known in the art. [llustrative examples
include, but are not limited to, the immuno-compatibility of
donor and recipient, the inherent immunogenicity of the bone
material or cells, the presence of immune modulatory com-
pounds, and genetic modifications.
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In some embodiments, the bone cage is partially or com-
pletely non-immunogenic with respect to a subject within
whom the device is implanted, or alternatively, is partially or
completely recognized as self. In other embodiments, the
bone cage is partially or completely immunogenic with
respect to a subject within whom the device is implanted, or
alternatively, is partially or completely recognized as non-
self. Asused herein, the term “non-immunogenic” means that
the immune response, if any, is not such that immune sup-
pressive drugs would be required following implantation of
the bone cage.

In some embodiments, bone cage restructuring and immu-
nogenicity is modified by the immuno-compatibility of donor
and recipient. In illustrative embodiments, bone cages com-
pletely or partially made from bone derived from a donor
autologous to the recipient of the bone cage, are non-immu-
nogenic and recognized as self. In some embodiments, pre-
viously frozen allogeneic bone, as well as xenogeneic or
allogeneic anorganic bone, is considered non-immunogenic.

In illustrative embodiments, bone cages are completely or
partially made from bone derived from a donor allogeneic to
the recipient of the bone cage. In some embodiments, in
which the bone is from cadavers, and frozen, de-mineralized,
and/or deorganified, immuno-suppressive therapy is not gen-
erally required although some recipients may develop anti-
HLA antibodies (The Merck Manual of Diagnosis and
Therapy. Sec. 12, Ch. 149). In other embodiments, in which
the allogeneic bone is not frozen, deorganified or demineral-
ized, for example, an immune response may result unless
modified by other means, such as immuno-suppressive
therapy.

In other illustrative embodiments, bone cages are com-
pletely or partially made from bone derived from a donor
xenogeneic to the recipient of the bone cage. In some embodi-
ments, in which the bone is anorganic bovine bone, for
example, immuno-suppressive therapy is not required,
although some recipients may experience a transient mac-
rophage infiltrate, but no systemic or local immune response
(J. Periodontol. (1994) 65:1008-15). In other embodiments,
in which the bone cage is made from xenogeneic bone that is
not anorganic or pre-frozen, for example, the bone cage is
immunogenic and not recognized as self.

In yet other embodiments, the bone cage is partially made
from non-immunogenic bone, such as but not limited to,
autologous bone and/or pre-frozen, de-organified, and/or
demineralized allogeneic bone, and/or anorganic xenogeneic
bone and partially made from immunogenic bone, such as but
not limited to, allogeneic bone that is not pre-frozen, de-
organified, and/or de-mineralized and/or xenogeneic bone
that is not anorganic. In some embodiments, the immuno-
genic bone is placed in discrete locations to encourage
restructuring. In other embodiments, the non-immunogenic
bone is place in discrete locations to prevent or reduce
restructuring.

In some embodiments, bone cage restructuring and immu-
nogenicity is modified by the inherent immunogenicity of the
bone material or cells. In some embodiments, bone cages are
completely or partially made from stem cells including, but
not limited to mesenchymal, fetal, cord blood, and/or hemato-
poietic stem cells. In other embodiments, bone cages are
completely or partially made from differentiated stem cells
such as bone cells, including but not limited to, osteoblasts
and/or osteoclasts, fibroblasts, or endothelial cells. In some
embodiments, the cells are autologous, allogeneic, or xeno-
geneic as relates to a subject in whom or which they are
implanted.
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In illustrative embodiments, the bone cage is composed of
autologous, allogeneic, xenogeneic and/or artificial bone in
which autologous, allogeneic, and/or xenogeneic stem cells
have been cultured. In some embodiments, the stem cells have
been induced to differentiate into, for example, bone cells
including but not limited to osteoblasts and/or osteoclasts. In
yet other embodiments, stem cells are cultured in discrete
areas of the bone cage. In some embodiments, the autologous,
allogeneic and/or xenogeneic mesenchymal stem cells par-
tially or completely decrease the immunogenicity of part, or
all, of the bone cage.

Stem cells generally have decreased immunogenicity and
can induce transplant tolerance. For example, hematopoietic
stem cells are known to induce tolerance as can embryonic
stem cells (Expert Opin. Biol. Ther. (2003) 3:5-13). In addi-
tion, transplanted allogeneic mesenchymal stem cells dem-
onstrate a lack of immune recognition and clearance (Blood
(2005) 105:1815-1822; Bone Marrow Transplant (22)
30:215-222; Proc. Natl. Acad. Sci. USA (2202) 99:8932-
8937) as well as being useful in graft-versus-host disease
(Lancet (2004) 363:1439-1441). Mesenchymal stem cells do
not activate alloreactive T cells even when differentiated into
various mesenchymal lineages (Exp. Hematol. (2000)
28:875-884; Exp. Hematol. (2003) 31:890-896), and sup-
press proliferation of allogeneic T cells in an MHC-indepen-
dent manner (Transplantation (2003) 75:389-397; Blood
(2005) 105:1815-1822).

In some illustrative embodiments, the bone cage is com-
posed of autologous, allogeneic, xenogeneic and/or artificial
bone in which autologous, allogeneic, and/or xenogeneic
bone cells have been cultured. The bone cells may include,
but are not limited to osteoblasts and osteoclasts. In some
embodiments, the bone cells are cultured in discrete areas of
the bone cage. In illustrative embodiments, bone cages cre-
ated from autologous, allogeneic, xenogeneic and/or artificial
bone, in which allogeneic or xenogeneic (to a subject in
which it is to be implanted) bone cells are propagated,
increases the immunogenicity of the bone cage when
implanted in the subject.

In some embodiments, bone cage restructuring and/or
immunogenicity is modified by the presence of immuno-
modulatory compounds. These include immuno-suppressive
as well as immuno-stimulatory compounds, both of which are
known in the art. Immuno-suppressive compounds decrease
immunogenicity and hence decrease restructuring, while
immuno-stimulatory compounds increase immunogenicity
and hence increase restructuring. The immuno-modulatory
compounds may be administered systemically to a subject
before, during and/or after implantation of the bone cage
using methods known in the art. The compounds can be
adsorbed onto the surface of the bone cage, placed inside it as
one of the one or more biologically active molecules, or
secreted from the one or more living cells or tissues. In an
embodiment in which the one or more immuno-modulatory
compounds are adsorbed onto the bone cage, they could be
adsorbed to one or more discrete locations on the bone cage.

In illustrative embodiments, the immuno-suppressive
compounds include, but are not limited to, corticosteroids,
such as prednisolone or methylprednisolone. In other illus-
trative embodiments the immune stimulatory and/or inflam-
matory molecules include, but not limited to, tumor necrosis
factor o, interferon v, interleukin 2, and/or one or more select-
ing. Other appropriate compounds are known in the art by
health professionals and can be found, for example, in the
Physician’s Desk Reference.

In illustrative embodiments, immune stimulatory and/or
inflammatory molecules may be applied to discrete locations
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on the bone cage. In some embodiments, this results in partial
or complete restructuring of the discrete area. In other illus-
trative embodiments, immuno-suppressive compounds may
be applied to discrete locations on the bone cage. In some
embodiments, this prevents or reduces restructuring of the
bone cage in at least those locations.

In some embodiments, the bone cage comprises cells that
have been genetically modified. In some embodiments, the
genetically modified cells include, but are not limited to, stem
cells, bone cells, cells comprising the semi-permeable com-
ponent, and/or one or more living cells or tissues.

In illustrative embodiments, genetic modification of cells
influences bone restructuring and/or immunogenicity. In
some embodiments, genetic modification of cells influences
bone resorption and/or deposition. In other illustrative
embodiments, genetic modification of cells stimulates or
inhibits immune reactions. In yet other embodiments, genetic
modification of cells influences the permeability and/or the
immuno-isolatory aspects of the semi-permeable component.
In other embodiments, genetic modification of cells results in
the release, secretion, diffusion and/or deposition of one or
more biologically active molecules. In yet other embodi-
ments, genetic modification of cells influences the binding of
one or more biologically active molecules to the bone cage
including, but not limited to, the bone wall and/or the semi-
permeable component.

In some embodiments, the bone cage comprises geneti-
cally modified stem cells including, but not limited to, embry-
onic, fetal, mesenchymal, and/or hematopoietic stem cells. In
some embodiments, the stem cells are non-differentiated. In
other embodiments, the stem cells are stimulated to differen-
tiate. In illustrative embodiments, the stem cells are non-
differentiated mesenchymal stem cells. In other embodi-
ments, the mesenchymal stem cells have been differentiated
into cells selected from the group consisting of osteoblast,
osteoclast and endothelial cells.

In some embodiments, cells are genetically modified to
increase or decrease bone restructuring. In other embodi-
ments, stem cells, such as mesenchymal stem cells, are
genetically modified to be more or less osteoconductive when
differentiated into osteoblasts or other components of bone.
Methods for genetic modification of mesenchymal stem cells
are known in the art (Ann. Biomed. Eng. (2004) 32:136-47;
Biochem. Biophysica Acta (2005) Sep. 15 Epub; Cloning
Stem Cells (2005) & 154-166).

Methods for modifying the osteoconduction of cells are
known in the art. For example, bone morphogenetic protein-2
(BMP-2) an osteoinductive agent, up-regulates the expres-
sion of osteogenic phenotypes, and induces bone nodule for-
mation in a dose-dependent manner (Spine (2004) 29:960-5).
Ciz, an inhibitor of osteoblast differentiation, interferes with
bone morphogenic protein signaling, which leads to
increased bone mass. In illustrative embodiments, a BMP
and/or Ciz gene is transduced into cells and/or its expression
up-regulated. Alternatively, a BMP and/or Ciz gene is deleted
from the cells by genetic knock out or iRNA, and/or its
expression down-regulated by methods known in the art.

In other embodiments, cells are genetically modified to
increase or decrease immunogenicity and/or an immune
response. In illustrative embodiments, cells including, but not
limited to stem cells, bone cells, cells of the semi-permeable
component, and/or the one or more living cells or tissues, are
genetically modified to express immune recognition markers
of the host, to secrete and/or express anti-inflammatory mol-
ecules, and/or to express or secrete immune-stimulatory mol-
ecules.
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In some embodiments, the bone cage partially or com-
pletely surrounds and/or is surrounded by a semi-permeable
component. In other embodiments, the bone cage partially or
completely encloses and/or is enclosed by a semi-permeable
component. In some embodiments, the semi-permeable com-
ponent is partially or completely comprised of the bone wall
of'the bone cage. In other embodiments, the semi-permeable
component is partially or completely external to the bone wall
of'the bone cage. In other embodiments, the semi-permeable
component is partially or completely internal to the bone wall
or the bone cage. In some embodiments, the semi-permeable
component partially or completely encloses one or more liv-
ing cells or tissues and/or one or more biologically active
molecules.

As used herein, the term “semi-permeable component”
means a selective impediment to the passage of fluids and/or
substances in the fluids. In some embodiments, the semi-
permeable component prevents the passage of macromol-
ecules and cells, but allows the passage of oxygen and/or
nutrients. In some embodiments, the passage of one or more
biologically active molecules from the cage and/or products
released by the one or more living cells or tissues in the cage
is allowed. In other embodiments, the passage of macromol-
ecules, or macromolecules and cells is allowed.

In some embodiments, the semi-permeable component
includes, but is not limited to, the bone wall, one or more
semi-permeable membranes, cells with tight junctions, one or
more plasma membranes, one or more intracellular mem-
branes, one or more red blood cell ghosts, and one or more
aggregated platelets or other cells. In some embodiments, the
semi-permeable component is comprised of cells that are
autologous, allogeneic, or xenogeneic with respect to a sub-
ject within whom or which they may be implanted.

In some embodiments, part, or all, of the semi-permeable
component is partially or completely non-immunogenic and/
or is recognized as self by a subject within whom or which it
is implanted. In other embodiments, part, or all, of the semi-
permeable component is partially or completely immuno-
genic and/or is recognized as non-self by a subject within
whom or which it is implanted.

In other embodiments, the semi-permeable component is
comprised of cells that are cultured in vitro. In some embodi-
ments, the semi-permeable component is comprised of cells
that are genetically engineered. In some embodiments, some
or all of the cells are genetically engineered to release,
secrete, deliver, diffuse, and/or provide one or more biologi-
cally active molecules. In some embodiments, some or all of
the cells are genetically engineered to be less immunogenic or
to be more immunogenic. In yet other embodiments, some or
all of the cells are genetically engineered to increase or
decrease bone restructuring including, but not limited to,
bone deposition and bone resorption. In some embodiments,
the semi-permeable component is designed to at least par-
tially or completely enhance restructuring.

In some embodiments, the semi-permeable component is a
semi-permeable membrane. In illustrative embodiments, the
semi-permeable membrane includes, but is not limited to,
artificial membranes, biological membranes, and/or a com-
bination of artificial and biologically-derived components.
The manufacture and use of artificial semi-permeable mem-
branes is known in the art (Cell Transplant (2001) 10:3-24).
Known artificial semi-permeable membranes include, but are
not limited to, hydrogel membranes (Biochim. Biophys. Acta
(1984) 804:133-136; Science (1991) 26:967-977; J. Biomed.
Mater. Res. (1992) 26:967-977) and ultrafiltration mem-
branes (Diabetes (1996) 45:342-347; J. Clin. Invest. (1996)
98:1417-1422; Transplantation (1995) 59:1485-1487; J. Bio-
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mech. Eng. (1991) 113:152-170), both which have been
employed in the immuno-isolation of xenografts, for example
(Ann. NY Acad. Sci. (1999) 875:7-23). The membranes can
be made, for example, from polymer films and thermoplastic
hollow fibers. In addition, biological semi-permeable mem-
branes are used to encapsulate islet cells followed by implan-
tation (World J. Gastroenterol. (2005) 11:5714-5717).

In other embodiments, the semi-permeable component is
partially or completely composed of cells with tight junc-
tions. As used herein, the term “tight junction” or zonula
occludens is the intercellular junction that regulates diffusion
between cells and allows the formation of barriers that can
separate compartments of different composition. The inter-
cellular gate formed by tight junctions is size and ion selec-
tive, among other things.

In some embodiments, the cells with tight junctions
include, but are not limited to, epithelial and/or endothelial
cells, or a combination. Both epithelial cells and endothelial
cells are known to form tight junctions between cells (Meth-
ods (2003) 30:228-234).

In yet other embodiments, the semi-permeable component
is comprised of cells with tight junctions where the cells are
stem cells, or are differentiated from stem cells. In illustrative
embodiments, stem cells are cultured in vitro to confluency
on the interior and/or exterior of a bone scaffold of the desired
shape and composition. In some embodiments, the stem cells
include, but are not limited to, one or more of mesenchymal,
embryonic, fetal, or hematopoietic stem cells. In some
embodiments, the stem cells are stimulated to differentiate. In
some embodiments, the stem cells differentiate into one or
more of endothelial cells and epithelial cells. In some
embodiments, the stem cells differentiate into bone cells,
including but not limited to, osteoblasts or osteoclasts. In
other embodiments the stem cells do not differentiate into
bone cells.

Methods for differentiating mesenchymal stem cells into
endothelial cells (Basic & Clin. Pharmacol. & Toxicol.
(2004) 95:209-214) and hematopoietic stem cells into epithe-
lial stem cells are known in the art. Stem cells are known to be
relatively non-immunostimulatory, and to retain this charac-
teristic following differentiation.

In yet other embodiments, the semi-permeable component
is a plasma membrane. In some embodiments, the plasma
membrane is made from red cell ghosts. Red cell ghosts are
created by removal of the erythrocyte cytoplasm by lysis
followed by size-exclusion chromatography. In some
embodiments, one or more red cell ghosts encapsulate the one
or more biologically active molecules and/or the one or more
living cells and/or tissues. Methods of using red cell ghosts
for drug delivery are known in the art (Expert Opinion on
Drug Delivery (2005) 2:311-322; Drug Delivery (2003) Tay-
lor & Francis eds. 10(4):277-282; BioDrugs (2004) 18:189-
198).

In other embodiments, the one or more red cells ghosts are
fused to form an internal or external continuous or semi-
continuous membrane. In some embodiments, the fused red
blood cell ghosts encapsulate the one or more biologically
active molecules and/or the one or more living cells and/or
tissues.

In other embodiments, the semi-permeable component is
an aggregate of platelets. In an illustrative embodiment, the
bone cage is coated internally and/or externally with a platelet
aggregating compound on which platelets aggregate in vitro
and/or in vivo. In some embodiments the platelet aggregating
compound includes, but is not limited to, fibrin, fibrinogen
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and/or thrombin. For example, fibrinogen is known to play a
role in platelet aggregation (Coll. Anthropol. (2005) 29:341-
9).

In other embodiments, the bone cage comprises one or
more biologically active molecules. In some embodiments,
the one or more biologically active molecules are surrounded
by the semi-permeable component. In other embodiments,
the one or more biologically active molecules are bound to the
bone cage. In other embodiments, the bone binds one or more
biologically active molecules. In some embodiments, the
bone binds these molecules following their release from the
bone cage and/or living cells and/or tissues. In some embodi-
ments, the one or more biologically active molecules com-
prise part of the bone wall. In other embodiments, the one or
more biologically active molecules are bound to the semi-
permeable component and/or one or more living cells or
tissues. In yet other embodiments, the one or more biologi-
cally active molecules are released from, provided by,
secreted from, and/or diffuse from cells of the bone wall, the
semi-permeable component, and/or one or more living cells
or tissues.

As used herein, the term “biologically active molecules”
includes any molecule that has a measurable biological action
in a subject. For example, biologically active molecules
would include, but not be limited to, any molecules described
in this disclosure including, but not limited to, molecules that
enhance or reduce bone restructuring including bone resorp-
tion and deposition, and/or that enhance or reduce an immune
response. In illustrative embodiments, these biologically
active molecules would include, but not be limited to, phar-
maceutically acceptable compounds including parenteral
drugs, nutrients, and vitamins including, but not limited to
those described in this disclosure for the treatment of particu-
lar diseases or disorders.

In illustrative embodiments, the one or more biologically
active molecules include, but are not limited to, hormones
such as adrenalin, adrenocorticotropic hormone (ACTH),
aldosterone, antidiuretic hormone (Vasopressin), calcitonin,
cholecystokinin, cortisol, insulin, gastrin, glucagon, gluco-
corticoids, gonadotropin-releasing hormone, luteinizing and
follicle stimulating hormones, growth hormone, estrogen,
testosterone and thyroid hormone. In other embodiments, the
one or more biologically active molecules include, but are not
limited to, hormones of the gut, such as gastrin, secretin,
cholecystokinin, somatostatin and neuropeptide Y. In other
embodiments, the one or more biologically active molecules
include, but are not limited to hormones of the hypothalamus
such as thyrotropin-releasing hormone (TRH), gonadotropin-
releasing hormone (GnRH), growth hormone-releasing hor-
mone (GHRH), ghrelin, corticotropin-releasing hormone
(CRH), somatostatin, dopamine, antidiuretic hormone
(ADH), obestatin and oxytocin. In other embodiments, the
one or more biologically active molecules include, but are not
limited to hormones of the kidney such as renin, erythropoi-
etin (EPO) and calcitriol. In other embodiments, the one or
more biologically active molecules include, but are not lim-
ited to hormones of the liver such as insulin-like growth
factor-1 (IGF-1), angiotensinogen, and thrombopoietin. In
other embodiments, the one or more biologically active mol-
ecules include, but are not limited to hormones of the pituitary
including those from the anterior lobe such as thyroid stimu-
lating hormone (TSH), follicle-stimulating hormone (FSH),
Iuteinizing hormone (LLH), prolactin (PRL), growth hormone
(GH), and adrenocorticotropic hormone (ACTH), as well as
the posterior lobe such as antidiuretic hormone (ADH) and
oxytocin. In other embodiments, the one or more biologically
active molecules include, but are not limited to, hormones of
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the reproductive system such as estrogens, progesterone, tes-
tosterone, and anabolic steroids. In other embodiments, the
one or more biologically active molecules include, but are not
limited to, leptin, ghrelin, obestatin, resistin, melanocyte-
stimulating hormone (MSH), parathyroid hormone, melato-
nin and prolactin.

In other embodiments, the bone cage comprises one or
more living cells or tissues. In some embodiments, a semi-
permeable component surrounds the one or more living cells
or tissues. In some embodiments, the cells are autologous,
allogeneic, or xenogeneic with respect to a subject within
whom or which they may be implanted. In some embodi-
ments, the cells are cultured in vitro. In some embodiments
the cells are non-immunogenic and/or are recognized as self
by a subject within whom or which they is implanted. In some
embodiments, the one or more living cells or tissues have
been genetically engineered. In some embodiments, the one
or more living cells or tissues have been genetically engi-
neered to release, provide, diffuse and/or extrude, the one or
more biologically active molecules.

In some embodiments, the one or more living cells and/or
tissues include, but are not limited to, cells and/or tissues that
produce, express and/or secrete immune/inflammation-re-
lated, biochemical function-related, metabolism-related,
and/or hormone-related biologically active molecules. In
illustrative embodiments, the one or more living cells and/or
tissues include, but are not limited to, bacteria, yeast, islet
cells, liver cells, thyroid cells, bone cells, and/or neural cells.

Other aspects include methods for delivering one or more
biologically active molecules to a subject. The one or more
biologically active molecules to be delivered to the subject are
identified and/or selected by methods well-known in the art,
for example by health care workers including, but not limited
to, physicians responsible for the health of the subject. One or
more of the bone cages described above are selected for
delivery of the one or more biologically active molecules. The
one or more biologically active molecules may be provided
with or added to the bone cages, and/or released from one or
more living cells or tissues provided with or added to the bone
cages, and/or released from the cells comprising the semi-
permeable component provided with or added to the bone
cages. The one or more bone cages containing the one or more
biologically active molecules and/or living cells or tissues
and/or semi-permeable component are implanted in the sub-
ject to allow delivery of the one or more biologically active
molecules.

Yet other aspects include methods for assembling a device
for delivering one or more biologically active molecules to a
subject. The one or more biologically active molecules to be
delivered to the subject are identified and/or selected by meth-
ods well-known in the art, for example by health care workers
including, but not limited to, physicians responsible for the
health of the subject. One or more of the bone cages described
above are selected for delivery of the one or more biologically
active molecules. The one or more biologically active mol-
ecules may be provided with or added to the bone cages,
and/or released from one or more living cells or tissues pro-
vided with or added to the bone cages, and/or released from
the cells comprising the semi-permeable component pro-
vided with or added to the bone cages. The one or more bone
cages containing the one or more biologically active mol-
ecules and/or living cells or tissues and/or semi-permeable
component are implanted in the subject to allow delivery of
the one or more biologically active molecules.

Other aspects include methods of using one or more bone
cages to treat, ameliorate, and/or prevent one or more diseases
and/or disorders. In some embodiments, the one or more
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diseases and/or disorders include, but are not limited to,
immune-related, biochemical function-related, metabolism-
related, hormone-related, wound healing, burns, surgical
incisions, joint ailments, bone-related, obesity, addiction,
and/or neurological-related.

In illustrative embodiments, use of bone cages in the treat-
ment, amelioration and/or prevention of immune and/or
inflammation-related diseases and/or disorders includes, but
is not limited to, enhancing the immune response to treat for
example malignancies and/or infections, and creation of tol-
erance to treat, for example, allergies, asthma, and autoim-
mune disorders.

In illustrative embodiments, use of bone cages in the treat-
ment, amelioration and/or prevention of biochemical func-
tion-related and/or metabolism-related diseases and disor-
ders includes, but is not limited to aspects of liver and/or
pancreas dysfunction. In illustrative embodiments for liver
dysfunction, allogeneic or xenogeneic liver cells, optionally
including stem cells, are placed within one or more bone
cages to perform toxin processing, metabolize protein,
metabolize carbohydrates, and/or treat lysosomal storage dis-
orders and fatty acid oxidation defects. In illustrative embodi-
ments for pancreas dysfunction, allogeneic or xenogeneic
Islet cells are placed within one or more bone cages to pro-
duce insulin.

In illustrative embodiments, use of bone cages in the treat-
ment, amelioration and/or prevention of hormone-related dis-
eases and disorders includes, but is not limited to, hypothy-
roidism,  panhypopituitarism, osteoporosis, adrenal
insufficiency, and/or sex hormone deficiency. In some
embodiments, allogeneic and/or xenogeneic donor cells
replace the deficient hormones. In other embodiments,
genetically engineered cells, for example stem cells, bacteria
and/or yeast, replace the deficient hormones.

FIGS. 4A, 4B, 4C, 4D, 4E, 4F, 4G, and 4H show tables 401,
402, 403, 404, 405, 406, and 407, respectively, that describe
diseases and disorders in a column entitled Disease 410 that
can be treated, ameliorated and/or prevented using one or
more of the bone cages described in this disclosure. For
example, cells or tissues containing non-defective versions of
the system or enzyme described in the column entitled Defec-
tive Enzyme or System 420 can be administered to a subject
in need of such treatment by implantation of one or more bone
cages. Subjects in need of treatment are identified according
to their symptoms, for example, as described in the column
entitled Symptoms 430. In addition, a current treatment,
shown in the column entitled Treatment 440, can be admin-
istered to a subject in need of such treatment by use of one or
more bone cages.

All references are hereby incorporated by reference herein
in their entirety. Other embodiments of the invention will be
apparent to those skilled in the art from a consideration of the
specification or practice of the invention disclosed herein. It is
intended that the specification be considered as illustrative
only, with the true scope and spirit of the invention being
indicated by the following claims.

What is claimed is:

1. A method of assembling an implantable device for deliv-
ering one or more biologically active molecules to a subject,
comprising:

identifying the one or more biologically active molecules,

selecting one or more devices at least partially constructed

of anorganic bone and including a natural internal cavity
therein;

micromachining the one or more devices to re-shape the

natural internal cavity thereof;
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micromachining the one or more devices to form one or
more openings therein;

providing the one or more biologically active molecules to
the one or more devices; and

closing the one or more openings with a layer of confluent
cells prior to implanting the device in the subject.

2. The method of claim 1, wherein discrete parts of at least

one of the one or more devices include the anorganic bone.

3. The method of claim 1, wherein micromachining the one

or more devices to re-shape the natural internal cavity thereof
comprises:

micromachining the one or more devices with a focused
beam machine to re-shape the natural internal cavity.

4. The method of claim 1, wherein selecting one or more

devices constructed of anorganic bone comprises:

selecting the one or more devices constructed of anorganic
bone having a semi-permeable component lining the
internal cavity; and

providing the one or more biologically active molecules to
the internal cavity.

5. The method of claim 1, further comprising:

selecting one or more semi-permeable components; and

providing the one or more semi-permeable components to
the internal cavity of the one or more devices.

6. The method of claim 1, wherein selecting one or more

devices constructed of anorganic bone comprises:

Selecting the one or more devices constructed of anorganic
bone having a semi-permeable component surrounding
the anorganic bone; and

providing the one or more biologically active molecules to
the internal cavity.

7. The method of claim 1, further comprising:

selecting one or more semi-permeable components; and

surrounding the anorganic bone with the one or more semi-
permeable components.

8. The method of claim 1, further comprising:

identifying one or more living cells or tissues to provide the
one or more biologically active molecules; and

providing the one or more living cells or tissues to the
micromachined natural internal cavity.
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9. The method of claim 1, wherein providing the one or
more biologically active molecules to the one or more devices
comprises:

providing one or more living cells or tissues to the one or

more devices, wherein the one or more living cells or
tissues are engineered to release the one or more bio-
logically active molecules, and wherein the one or more
biologically active molecules are selected to partially or
completely modify bone restructuring.

10. The method of claim 1, wherein providing the one or
more biologically active molecules to the one or more devices
comprises:

providing the one or more biologically active molecules to

the exterior of the anorganic bone.

11. The method of claim 1, further comprising: treating the
anorganic bone to at least partially prevent restructuring.

12. The method of claim 1, further comprising: treating the
anorganic bone to enhance restructuring.

13. The method of claim 1, further comprising: treating the
anorganic bone to at least partially prevent resorption.

14. The method of claim 1, further comprising: treating the
anorganic bone to enhance resorption.

15. The method of claim 1, wherein providing the one or
more biologically active molecules to the one or more devices
comprises:

providing the one or more biologically active molecules to

the micromachined natural internal cavity through one
or more closable openings.

16. The method of claim 1, wherein selecting one or more
of'the devices at least partially constructed of anorganic bone
comprises:

selecting the one or more of the devices at least partially

constructed of anorganic bone, wherein the anorganic
bone is autologous with respect to the subject.

17. The method of claim 8, wherein the layer of confluent
cells comprises the one or more living cells or tissues to
provide the one or more biologically active molecules.

18. The method of claim 9, wherein the layer of confluent
cells comprises the one or more living cells or tissues engi-
neered to release the one or more biologically active mol-
ecules.



